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Purchaser Misteri OXY-ARC LTD IRELAND
Order Nr Siparis No 02/0XY/1044-2022
Product Group Uriin Grubu GMAW/GTAW Wire - Non & Low alloyed
Brand Name  Uriin Adi S$G2,ER70S-6,BS-300, 15 KG ,PLW,METAL SPOOL
Standard Standardi ASME SECTION IIC SFA/AWS A5.18:05 TS EN ISO 14341-A:11
Classification Isareti ER 70 S-6 G3Sil
Size Boyutu 0,80 mm
Quantity Miktari 2160 Kg
Serial Nr Seri No 0108260022
Charge Nr Sarj No 260-21
Chemical Composition of Welding Wire (%) Kaynak Telinin Kimyasal Analizi (%)
C';erjgzom c Si Mn P s cr Ni Mo | cut | Vv Al Tieze | - - - - -
AWS 0,06 -0,15|0,80 - 1,15|1,40 - 1,85| <0,025 <0,035 <0,15 <0,15 <0,15 <0,50 <0,03
TSIEN /ISO 0,06-0,14|0,70- 1,00|1,30 - 1,60| <0,025 <0,025 <0,15 <0,15 <0,15 <0,35 <0,03 <0,02 <0,15
260-21 0,083 | 0,845 | 1,527 | 0,007 0,009 0,021 | 0,012 | 0,005 | 0,021 | 0,003 | 0,003 | 0,002 - - - - -
*)Including the copper coating / Bakir kapl
Mechanical Properties Kaynak Metalinin Mekanik Degerleri
Tensile Test Cekme Testi - EN ISO 6892-1 Impact Test Centik Darbe Testi - EN ISO 148-1:2010
Specimen preparation Test pargasi hazirlanmasi - ENISO 5178:2011 Specimen preparation Test pargasi hazirlanmasi - EN ISO 9016:2011
Test R, R A Test KV KV
Temperature Yield Strength | Tensile Strength | Elong. | Temperature | Impact Strength | Average|Hardness| Radiographic test Comment
Test sicakhigi Akma Dayanimi Cekme Dayanimi | Uzama Test sicakhdi Darbe Enerjisi Ort. Sertlik | Radyografi testi Agciklamalar
°C N / mm? N / mm* %L,=5d, °c J J - -
AWS 20 2400 2480 222 -30 227
TSIEN/ISO 20 2420 500 - 640 220 -30 >47
20 min. 420 500 - 640 min. 22 -30 - min. 47 - -

Comment/Agiklamalar

City / Sehir: istanbul
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Omiir DANISKAN
Kalite Kontrol Departmani
Quality Control Department




